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TEST REPORT

Applicant:

Jiangsu Dioum Co., Ltd.
Wujin District, Yaoguan Town, Qinxin Village, Industrial Concentration Zone,
Changzhou City, Jiangsu Province

Product Name:
Precision welded tubes for gas spring

Model: See annex

Date Of Test: March 20,2026-March 30,2026
Date Of Report: March 30,2026

Report Number: TPJS26031883884
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EN 10204:2004

Metallic products - Types of inspection documents

Name and address
of the testing
laboratory

Shanghai Global Testing Services Co., Ltd
Floor 2nd, Building D-1, No. 128, Shenfu Road, Minhang District, Shanghai,
China.

Name and address

of the applicant

Jiangsu Dioum Co., Ltd.
Wouijin District, Yaoguan Town, Qinxin Village, Industrial Concentration
Zone, Changzhou City, Jiangsu Province

Name and address

of the manufacturer

Jiangsu Dioum Co., Ltd.
Woujin District, Yaoguan Town, Qinxin Village, Industrial Concentration
Zone, Changzhou City, Jiangsu Province

Product Name

Precision welded tubes for gas spring

Model/type

reference

See annex

Tested according to

EN 10204:2004

Test report no. TPJS26031883884

Frank Zhang Signature
Work carried out by Director

Simon Wu Signature
Work verified by | Manager
Date of issue March 30,2026
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EN 10204:2004

Table 1 — Summary of inspection documents

Standard
designation

Document

Type of control

Contents of
drument

Delivery conditions

Document
validated by

21

Certificate of
compliance
with the order

Mon-zpecific

Without mention
of test result

In accordance
with the
requirements of

the order, and if

The manufacturer

na Test report With mention of :
Yaat vagilts reqguired, also
carried out on the | ™ accnrdz_mr_‘&
i with official
specific inspection | Fegulations and
and testing the corresponding
: technical
rules
|23 Specific test
repart
3.1.A Inapection In accordance The inspector
certificate with official designated in the
3.1.A regulations and | official regulations
the corresponding
technical
rules
31.B Inepection With mention of In accordance
certificate test results carried | with the
3.1.B out on the basis of | specifications of
) specific inspection | the order, and if oy 00 mnctivers
Specific and testing required, also in iiithiom s
accordance with répresentative
official independent of the
regulations and manufacturing
the corresponding department
technical rules
3.1.C Inspection The purchaser's
certificate authorized
31.0 In accordance representative
3.2 Inspection with_the i The manufacturer’s |
report 3.2 specifications of | gy thorized
the order

representative
independent of the
manufacturing
department and the
purchaser's
authorized
representative,
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Annex:
Details of Validity of Approval as Manufacturer Materials in accordance to
Directive 2014/68/EU (Pressure Equipment) Annex |, Paragraph 4.3;
Acceptance of type 3.1 Material Certificates according to EN 10204:2004
Serial Material Standard
Number
1 SAE1008/18*1mm GB/T 33156-2016
2 SAE1008/22*1mm GB/T 33156-2016
3 SAE1008/15*1mm GB/T 33156-2016

End of The Report



